
Summary of data for samples in Rushport

Pb As Zn Cu Ni Mn Cr Sn

ppm Sample 3 59 10 107 28 38 248 35 29

ppm Sample 4 106 13 899 47 0 447 44 0

ppm Samples 4B 107 14 335 96 0 409 81 0

ppm Samples 6 89 13 594 150 50 451 121 30

ppm Samples 8 65 15 126 32 43 384 53 34

ppm Samples 8B 30 9 46 25 39 201 35 32

ppm Samples 10A 6892 30 922 105 61 598 492 51

ppm Samples 10B 2927 27 2854 100 84 478 92 41

ppm Samples 11 131 16 1410 75 0 584 86 0

ppm Samples 14 606 58 464 200 56 2246 168 35



Cd

12

0

0

0

0

15

8

119

0

0


